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silica is the principal cause of the    sudden losses of uranium 
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TOPICAL REPORT 

INVESTIGATION OF THE ION EXCHANGE RESIN5 IN JS&^LSSSSMMS^Sk 

By 

aallie A» Fishes 

THTROPUCTION 

In August^, 1951 the operators of the plant at Western Reefs first ex~ 
perienced what they term a »'poisoning11 of the Amberiit© IRA-h 00 then in 
use at that installation»   As a result of this "poisoning" the uranium 
capacity of the resin decreased markedly,,    The resin in use at that time 
was subsequently regenerated and restored to use»    On July 8S 1$£»2S a. 
similar "poisoning" ef both the Amberlite IR&4i00 and Compound A occurred0 
Samples of these resinss both in the "poisoned88 and in the regenerated 
state were shipped to this laboratory for investigation of the mode and 
extent of "poisoning11 and of the effectiveness of the regeneration«, 

OBJECT OF INVESTIGATION 

The investigation of the "poisoned51 samples of Amberlite IRA=iiCO and 
Compound A from Western Reefs was threefold in scopes- 

1«, Determination of the total anion exchange capacity and of the 
quaternary ammonium exchange capacity of the resins as received» 

2o Comparison of the uranium capacity (column loading and elution) 
with fresh samples of Amberlite IRA=4|00 and Compound A. 

3o Determination of the amount and character of the ash present 
in the samples as received„ 

By combining the results of the three approaches a reasonably complet® 
conclusion as to the nature of the poisoning and the rasans for correcting 
and/or preventing it can be drawn0 

SUMMARY OF CONCLUSIONS AND RETOMMENMTIpjB 

Examination of the "poisoned" samples of Compound A and Amberüt® IRA=400 
from the Western Reefs installation has indicated that these resins have 
suffered marked apparent loss of quaternary ammonium capacity and of uranium 
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capacity» Hie poisoned samples wer© all found to contain abnormal 
amounts of silicious material in addition to small amounts of 
uranium and other metallic constituents« 

Regeneration of the samples with sodium sulfide has effective3y 
removed the major portion of the silica from the "poisoned" resins 
but has had little effect on the amount of metallic ash» This regen- 
eration has succeeded in restoring Compound A to its original state5 
as confirmed by quaternary ammonium capacity and uranium capacity 
data« Restoration of the Amberlite IRA.=4O0 is less complete and is 
less successful with "old811 resin than with the newer batches» The 
Amberlite IRA=4*00 that has been in use for somewhat more than one year 
is 25-30$ lower in both quaternary and uranium capacity even after the 
sodium sulfide regeneration«, It also shows an increased nitrogen and 
ash content» If this value is corrected for the gain in porosity as 
noted by the gain in moisture^ the actual loss in capacity (both quater- 
nary and uranium)is but 20 per cent after more than one year*« ©peratioa* 
From the evidence at hand it is felt that the most likely explanation 
of the sudden^poisoning8' is the precipitation (or coagulation) of silicic 
acid in the resin structure which blocks off the exchange groups» This 
can be most effectively avoided by a periodic alkaline regeneration 
(eve^y  10-15 cycles) to remove the silica which has built up in the 
resin during repeated acid cycles» In addition^ noticeable amounts 
of suifur are also present and may contribute to temporary loss in 
uranium loading» Sodium sulfide removes the sulfur contamination. 

The loss of capacity of "old™ Amberlite IRA-hOO even after sodium 
sulfide regeneration is apparently not due to a single cause. Prom the 
data thus far accumulated the slow buildup of metallic ash (which 
appears to have cobalt as a major constituent)^ the increase in nitro- 
genous material probably in th® f om of complex anions5 and the conversion 
of quaternary groups to less basic nitrogen containing groups all may 
contribute to the observed result0   Further work is planned to obtain a 
clearer picture of the behavior of Amberlite IRa-ljOQ after prolonged use 
in the nitrate sycle as there is an indication that the porosity and hence 
the sharpness of th© elation peak is increasing with us®. 

It has also been concluded that the residual capacity (80# of the 
original) of the Amberlite IM-JbOÜ that has been in operation for over a 
year has an elution efficiency superior to that of the original resin for 
70 per cent elution«, Thisa of course^, is only after the rejuvenation 
treatment. For 100 per cent uranium elution5 the elution efficiency is 
approximately the same0 

Microscopic examination ©f the resins indleate no marked physical 
break-down in the rssin after' a year's operation«. 



IM0~251Q=3 

^^eT±mntVmp^aTes_&jJd Results 

The Samples 

Seven saaples were received from ih@ Western Reefs installation,, 
These are designated as follows? 

A~l       Compound A   Poisoned«    la nitrate form» 

A-2       Compound A   Poisoned and then regenerated«    In nitrate forau 

B-I       New Amberlit© IRA~iiOO«    Poisonedo    In nitrate form« 

B-2       New Amberlit® IR4«l|00o   Poisoned ard then regenerated» 
In nitrate form» 

C-l Old Amberlit® IRA-liOOf originally poisoned and regenerated 
in August 1951.    Repoisoned July 8S 19^2 6    In nitrate form. 

G°2 Old Amberlit® IRA,4*0Qg originally poisoned and regenerated 
in August I95I• Repoisoned July Qs 19J>2* Regenerated and 
restored to nitrate form,, 

D Sludge baekwashed from Sample C"l during the regeneration 
process o 

To give a more comprehensive picture of the past history of the 
simples we quote from a letter (July 25v 19^2) from Mr» Ma G» Atmore of 
the Transvaal Chamber of Miness 

"The conditions under which the resins were operated are very similar 
to those which existed when they last failed^, in that the resin had been 
stored for some three days in the nitrate form and the pregnant solution 
was in all probability not fresh» 

"The regeneration treatment used wasj, unfortunately3 not the complete 
cycle which I recommended^ and consisted only in treating the material with 
$% sodium sulphide for 2i* hours^ followed by cold water wash and treatment 
with 1$% nitric acid. 

"I als© suspect that insufficient washing was tgarried outs - - ° - «=»•"' 
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Determination of lbtal Exchange Capacity and of the Quaternary Capacity 

The six resin samples as received were evaluated to determine the 
quaternary ammonium exchange capacity and the total anion exchange capacity 
using our standard control methods & Results (Table 1) from the resins are 
given first on a dry weight as received (aitrate form) and have then been 
recalculated to correct to the hydroxide form of the resin» Further 
corrections for the ash content^ both in the nitrate and in the hydroxide 
forms are given0 It should be emphasized that while all these results 
represent the capacity determinations as received,, it is possible that a 
certain amount of further regeneration has occurred in the process of 
determining the total anion and quaternary capacities as the first step 
in such procedures involves the treatment of the sample with k% sodium 
hydroxide 0 The series of results headed "After NaOH regeneration88- represent 
the capacities obtained by weighing the sample as received and then soaking 
it in h% sodium hydroxide that had been warmed to li5°®<3<> With the exception 
of this step the quaternary and total anion capacities were determined by 
the same method as was used on the original sample0 The per cent nitrogen 
was determined in the samples that had already been cycled through the total 
anion capacity and quaternary capacity determinations and converted back to 
their hydroxide form« Th© average value obtained in routine production 
control of these resins is given at the bottom of the table0 

From the results given in Table 1 it is immediately obvious that the 
"poisoned«» resins (Ai9 B & C-l) have suffered a marked apparent loss in 
quaternary capacity«' This loss in capacity is still evident after the results 
have been corrected for their nitrate and ash contents and in the ease of the 
IRA.4j00 is more noticeable in tie older resin<, 

The regeneration procedure used at Western Reefs has resulted in an im«» 
provement in quaternary capacity in all casess but has not restored the 
quaternary capacity to a value equal to that of the original resin5 even when 
a correction for ash is made» These low values for quaternary capacity might 
be due either to a still incomplete regeneration or to an actual loss of 
quaternary groups» In the latter case th® mechanism might be either a complete 
loss pf nitrogen or a conversion of the quaternaryed nitrogen into some less 
basic amino grotqg0 A careful analysis of results in -üü&ble 1 indicated that 
the low quaternary capacity is due to both Incomplete regeneration and to a 
loss of quaternary nitrogen« 

° The quaternary anion exchange eapaeity is determined by converting the 
resin to the free base form with k% sodium hydroxide5 washing with water arid 
subsequently exchanging sulfate ions for the hydroxide ions associated with 
quaternary ammonium groups in the resin and titrating the hydroxide ions thus 
liberated. The total anion exchange capacity is determined by converting all 
amine groups to their chlorides or hydrochloride with 1$ hydrochloric acM 
rinsing with alcohol and subsequently eluting the chloride with h%  sodium 
sulfate and measuring the--amount of chloride thus elatedo 
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Evidence of the incomplete regeneration is to be found in the promising 
increase in quaternary capacity after a single laboratory treatment with 
warm (k5>®C) k% sodium hydroxide. Compound A appears to be completely 
restored to its original condition by this treatment while the quaternary 
capacity of IRA~1*00 has increased by a tangible,, though less spectacular^ 
percentage» Howevers a comparison of the "new" IRA.-1*0Q (B~2) and the 

,,©ld',, 

IRA~1|00 suggests the probability of a loss of quaternary groups with time« 
That this probable loss of quaternary has occurred without loss of nitrogen 
is evident from the results of the nitrogen determinations by the 
Kjeldahl method« Not only is all the original nitrogen CRange=k.£ to $*0%) 
present but the nitrogen content of the IM-400 is increasing,. The magni- 
tude of this increase cannot be accounted for by dequatemissation (which 
presumably would be accompanied by some loss in equivalent weight) alone 
and hence must be at least partially due to the build-up of nitrogen con- 
taining complexes (ass for example,, cobalt thiocyanates or cyanides) in 
the resin. Regeneration^ as carried out at Western ReefSj, does not seem 
to have removed -these complexes from IM~1»D0 but has lowered the nitrogen 
content of Compound A to a value that agrees closely with the total anion 
exchange capacity of the sample. In the absence of conclusive evident® 
proving either loss of quaternary capacity by dequaternissation or by "blocking" 
of the quaternary groups with nitrogen containing complex ions it is presumed 
that both mechanisms contribute to give the observed results» 

Comparison of the UraniumjCapacity of the Western Reefs Samples with that 
of Freshlä£3id0 anci Compotäxi A 

The  column behavior of the resins received from Western Reefs were 
determined in the sulfate~chloride cycle so that the results could be com- 
pared with the corresponding data from fresh IRA.-itOO aad Compound A already 
available in this laboratory. For this purpose twenty Milliliter beds in 
a standard $0 ml«, buret were regenerated with $$ sulfuric acid aid then 
rinsed free of excess acid with water, uranium (VI) sulfate solution con- 
taining 1 g./liter uranium and having a pH of 2 was passed through the bed 
at the rate of 1 gal./fto3==min. The  capacity is calculated in milligram» 
uranium/ml» of resin using a 10# leakage as the breakthrough point. Results 
are given in lable 2. Also given for references are the percentage of the 
original uranium capacity attained and of the original quaternary capacity^ 
these percentages based on the capacities of typical fresh Compound A and 
IM-ljOQ. 
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TABLE 2 

UraniumJtoadingjof^Western Reef sjSampjtes 

Sample                      Mgo u/mlo ye sin % Normal U Gap» 
:     .               * 

% Normal Qua*» Cap« 

A=l 37 65 69 

A-2 57 100 88 

B-l 51     x 6U'. 68 

B-2 ik 9k 80 

C=l 27 3k 1*0 

C-2 58 72 56 

C-2# $$ 69 71 

New Confound A. 57 

New IRA<4j.OO 80 

* After regenerationwith k% NaOH at li5*C 

Prom $able 2 it may be seen that the "poisoned" samples (As  B & C-l) have 
lost a significant portion of their uranium capacity and that the percentage 
loss in uranium capacity is almost identical with the percentage loss' in 
quaternary capacity» The regeneration procedure in use at Western Reefs has 
restored the uranium capacity of samples A and B to greater than 90% of the 
original« Sample Cs  the IRA-400 that has been in use since early summer 195l 
and which showed serious loss both in uranium and quaternary capaeüy^ ha» 
been less completely restored to its original capacity by the Western Reefs 
regeneration* Additional regeneration with 1»5*C sodium hydroxide improved the 
quaternary capacity but did not increase the uranium capacity of sample C« 

Leakage of uranium during the run was less than 0o01 rago/ml» of effluent 
in all cases» The breakthrough characteristics of the South African samples 
were the same as those of fresh resins sharp with a rapid increase in leakage 
in the case of the Compound A samples and slowly with a gradual increase in 
leakage when the IRA.~liOO samples were tested«, 
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Elution of the columns loaded with uranium in the sulfate cycle was 
carried out with approximately 0»9N NaCl - 0,1N HC1 solution at the rat© 
of 1 gal,/ft0

3«min, Elution curves are shown in Figures 1 and 2, The 
plots given there have been calculated to eliminate variations in the bed 
volumes and the loading of the resins studied, the abscissa is obtained 
by dividing the total volume of effluent (milliliters) by the milliliters 
of resin in the bed» 3he ordinate scale represents the concentration of 
uranium found in the effluent (rag./ml«) divided by the loading of the 
column expressed in rag» uranium/ml» resin,, 

In the case of Compound A (Figure 1) the "poisoned" resin sample^, A~V 
was less efficiently eluted than fresh Compound A, Ühis resin after regen= 
erations sample A-25 was so similar to fresh Compound A that a single elution 
curve couM be.drawn from the results of the two elutionso Uhus Sample A-2 
appears to be satisfactorily restored to its original state in all respect» 
by the Western Reefs regeneration process, 

.Ihe elution curves of all four samples of IRA-hex) from Western Reefs 
were strikingly similar| so similar that they fall on a single-curve (Figo 2). 
However^ the shape of this curve is quite different from that obtained with 
fresh IRA-liOO and much closer in shape to that of fresh Compound A» This 
would indicate that the elution characteristics of IRA.=&00 tend to improve 
after usage in this application^ this improvement probably resulting from an 
increase in porosity following some irreversible swelling. An independent 
check on the change in the porosity of a resin may be obtained by determining 
its moisture content« Ihe IRA^OO from Western Reefs was found to contain 
slightly more than £0# moisture as compared with a hChk$% water content' in 
fresh material^ thus confirming an increase in porosity with use» 

This observed sharpening of the elution band of IRA-400 prompted a re= 
check of the per cent uranium recovered as a function of the volume of eluting 
used. Integration of the area under the curves in Figures 1 and 2 resulted 
in the percentage recovery curve in Figur© 3«  From this it may be seen that 
Compound A retains its advantage in the percentage uranium eluted per bed 
volume of eluting agent« At low volumes of eluting agent the IRA-4*QQ from 
Western Reefs is more rapidly eluted than fresh IM-1*00S but this advantage 
is lost if more complete elution per cycle is desired» Of perhaps greater 
economic interest is the amount ©f uranium recoverable per volume of eluting 
agent. Figure h is a plot of this nature comparing the Western Reefs samples 
with fresh resin. Here again Compound A and Sample B=2 have an advantage over 
fresh IRA-lj.00 at low volumes of eluting agent. If larger volumes of eluting 
agent are used the resin with the highest loading naturally gives the greatest 
uranium return« 
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Iteterminaj^n^joXJfoeJlj^^ 

In an effort to obtain some clue as to the nature and extent of 
the "poisoning* material a brief analysis of the ash content of the resins 
as received from Western Reefs was conducted*- This analysis consisted 
first of the determination of the total ash formed on treatment of the resin 
with concentrated sulfuric acid followed by an ignition at 900*C« Th® 
silica content of this ignited ash was then determined by acid leaehs dehydra= 
tion and subsequently by hydrofluoric acid treatment of the filtered- and 
ignited residue« Finally a fluorimetric uranium analysis ©f fche filtrate from 
from the acid leached a3h was conducted,, Results of these analysis are given 
in Table 3, All percentages are based on the dry weight of the resin in the 
nitrate form (as received). 

ühe average ash content of fresh IRA4j00 and of Compound A is below 
0.5$, Ems all the samples contain ash far in excess of the normal amount, 
A breakdown of the ash into silicious and non<=siliclous ash indicates that a 
large fraction of the ash (note that all percentages given are based on total 
weight of resins not total weight of ash) in the "poisoned" samples is 
silicious* Ulis portion of the ash is quite effectively removed by the re° 
generation technique in use at Western Reefs and undoubtedly could be as 
completely removed from sample A~2 and C~2 as it has been from B~2 by a 
repetition of the regeneration procedure» 

Ash Content of iiie Western Reefs Samples 

Sample Ibtal % Ash     $ SiO^     % 

A~l 9«3^ 7o63 
A-2- 2*38 1*16 
B-l k,hk 3*1*5 
B=2 1002 0*18 
C-l 8*06 5.72 
C°2 3.33 1.32 

In addition to the silicious fraction the "poisoned" resin contains a 
small percentage of uranium, This content is also diminished during the re- 
generation and is low enough thereafter to be considered a negligible soure« 
of troubleo 

as U308 % Non=silica 
and Non«ü Ash 

0,23 1.5Ö 
0*073 1*15 
0.0^3 0*95 
0*027 0,81 
0*23 2*31 
0*19 1*82 
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More serious^, frora a capacity standpoint^ is the gradual buildup of 
non=silicious5 non^uranium ash0 Comparison of the B samples with tiie G 
samples shows that this ash is building up with time and further that the 
present regeneration procedure removes only a small portion of this &sh0 
A detailed analysis of this fraction was not carried out but the presence 
of cobalt was obvious from the color of the various residues arid solutions« 

A similar analysis of the sludge baekwashed from sample 0=1 was con= 
ductedo Inspection of this sludge showed it to be a grayish mud containing 
some whole resin beads» This sludge was first dried at 110®C and all sub« 
sequent analyses reported in Table k are expressed as percentages of the 
dried sludge unless otherwise noted0 

TABLE. U 

Analysis of the Sludge Removed from Sample 0=1 

Sample I 

Loss on ignition 900® C $2„6% 
% Silicious Material 20„k% 
% U308 lto6£ 
% SiOa in Ignited Ash 1*3 <>Q# 

A more detailed analysis of this sludge is expected from the Watertown 
Arsenal group«, Thi3 preliminary work does indicate that the sludge is high 
in silica and in material volatilized on ignition,, 

In addition, to the large quantities of silica and metallic complexes 
that are built up on the resi% large quantities of colloidal sulfur are 
apparent in the "poisoned" resin samples., The sodium sulfide treatment 
removes this contamination quite effeetively« 

Operational Recommendations, 

Sample II 

$209% 
19 o9% 

An overall analysis of the resins that have been in operation in South 
Africa for at least three months^ and in one case for at least one year^, 
is quite encouraging,, Three months operation does not show any resin de= 
gradation. Therefore «ay loss of uranium capacity is due to mechanical blocking 
with colloidal silica and colloidal sulfur«, This blocking may occur gradually 
or build up suddenly if the resin is permitted to stand idle in the nitrate«» 
nitric acid state after elution«, This loss in uranium loading can be readily 
recovered by treatment with sodium sulfide and caustic 



EM0~25'1Q~11 

After one year's operation^ the lSA«4j00 exhibits signs of some resin 
degradation. Eighty per cent of the uranium operating capacity origin«» 
a!3y present can be recovered by the sulfide treatment| however5 the re~ 
maining twenty per cent decrease is due to a loss in quaternary nitrogen 
axxl/or irreversible binding of some metallic complexes such as cobalt 
thioeyanates or cyanides„ 

In view of these findings^, the following operational preeaaitions 
should be considered% 

le The resins should be treated with moderate (1O~2OJ0. concentrations 
of sodium sulfide or caustic more frequently in order to prevent the build ■=*op 
of aged colloidal silica and sulfur„ Although this may be expensive^, recycle 
of at least a portion of this solution should be possible,, 

20 The resins should not remain idle for long periods in the nitrate 
fozm or in the presence of a strong acid unless the silica has been removed* 
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